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BMW Longlife-17 FE+

Jaguar Land Rover STJLR 03.5006
MB-Freigabe 229.71/229.72
Opel/Vauxhall OV 040 1547-A20
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ACEA A1/B1,C5,C6

API SP RC/SN PLUS RC (Resource Conserving)
ILSAC GF-5/-6A

Ford WSS-M2C947-B1/M2C962-A1
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Volvo VCC RBS0-2AE
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e Chrysler MS-12145
o Fiat 9.55535-GSX/DSX
o Ford WSS-M2C947-A
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dsie &2, 15 aic aslisUl ASTM D-7042 g/ml 0.84
aS =l azg 31 KV 100 ASTM D-7042 mm?/s 8,14
&S =l az g5l KV 40 ASTM D-7042 mmz/s 40,91
azo Ul ivho ASTM D2270 - 178
vesogll dlass ASTM D-92 / DIN EN ISO 2592 °C 235
o Yl aas; ASTM D-97 / DIN EN ISO 3016 °C -48
Os,SIl apwST il ey Juasd (CCS) ASTM D-5293 cP @ °C 5500 @ -35
owbw¥l Jlaz Yl 5asll DIN 51639-1 mgKOH/g 8,0
HTHS ASTM D4683 mPas 2,63
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